
L* a* b*

Standard 24.7 2.14 1.41

Sample 22.11 2.02 1.6

∆L* ∆a* ∆b*

-2.59 -0.13 0.2

L* a* b*

Standard 25.02 4.10 1.47

Sample 22.7 2.52 1.8

∆L* ∆a* ∆b*

-2.32 -1.58 0.69

L* a* b*

Standard 24.63 2.49 1.42

Sample 22.36 1.82 2.02

∆L* ∆a* ∆b*

-2.27 -0.67 0.6

Pass
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Color Difference Verification Report
Test Details

F2/2°

∆E*ab Tolerance Color Offset Test Result

Color Diff. 2.44 3.000 …....... Pass

…......

D/8,ɸ8mm, SCI, UV, Off

   Tested By:                                                                                                                       Approved By:

(Quality Engg.)                                                                                                              (Quality Manager)  

Color Indexes & Color Differences

Part Type

Part Name

Customer Name

Condition

Date & Time

Master Sample/Standard

D/8,ɸ8mm, SCI, UV, Off

21-10-21 10:11

Sample

Actual Sample
Color Difference 

(Standard & Sample)

Bitwise logo 

A/2°

D65/10°

Pass

Tolerance

∆E*ab

3.000Color Diff.

∆E*ab

Chromaticity GraphLAB Value, DL Value


